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EAST SIDE-IMPEX 
LISELOTTE HERRMANN STRASSE 31 10407 BERLIN, GERMANY 
 
 
The following sample was submitted and identified on behalf of the client as: 
 
 
One sample of 75D polyester PVC backing and silver backing. 
        
     
Buyer : EAST SIDE-IMPEX 
   
   
Country Of Destination : Germany 
   
   
Sample Receiving Date : Oct 09, 2009 
   
   
Test Performing Period : Oct 09-16, 2009 
   
   
Test Performed : Selected tests as requested by applicant  
 
 
  *  *  *  * 
 
 
Test Result(s) : Please refer to the next page(s). 
 
 
 
 
Signed for and on behalf of 
  SGS-CSTC Ltd. 

 
_________________ 
Echo Zhou 
Section Head 

 
 
 
 
 
 
 
 



 
 

 
 
 
 

               Test Report         No. GZ0900053273TX        Date: Oct 16, 2009           Page 2 of 3  

This document is issued by the Company subject to its General Conditions of  Service printed overleaf, available on request or accessible at www.sgs.com/terms and 
conditions.htm and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms_e-document.htm. Attention is drawn 
to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the 
Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document 
does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced except in 
full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders 
may be prosecuted to the fullest extent of the law. 
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only. 

 
SGS-CSTC Standards Technical Services Co., Ltd. 198 Ke Zhu Road, Science Park, Economic & Technology Development Zone, Guangzhou, CHINA   510663                           www.cn.sgs.com 

Guangzhou Branch Testing Center Textile&Footwear Laboratory  中国.广东.广州市经济技术开发区科学城科珠路 198号   邮编: 510663  t (86-20)82155555   f (86-20)82075165  e sgs.china@sgs.com  

                                                                                                               Member of the SGS Group(SGS SA) 

 

 
 
 
Test Results: 
 
 
Phthalates 
 
Test Method:  With reference to EN14372:2004. Analysis was conducted by GC-MS. 

 

Phthalates Result 
(%) 

Dibutyl Phthalate (DBP) ND 

Benzylbutyl Phthalate (BBP) ND 

Bis-(2-ethylhexyl) Phthalate 
(DEHP) 

ND 

Diisononyl Phthalate (DINP) ND 

Di-n-octyl Phthalate (DNOP) ND 

Diisodecyl Phthalate (DIDP) ND 

 
Note: ND = not detected 
 % = percentage by weight 
 Detection limit: 

DBP, BBP, DEHP and DNOP = 0.003 % (for individual compound) 
DINP and DIDP = 0.01 % (for individual compound) 

  
 
Migration of Certain Elements 
 
EN71 Part 3 : 1994 (including amendment A1:2000/ AC:2002) .ICP-OES 
 

Soluble Elements Result  
(mg/kg) 

MDL 
(mg/kg) 

Max. Limit 
(mg/kg) 

Lead (Pb) ND 5 90 

Antimony (Sb) ND 2 60 

Arsenic (As) ND 2 25 

Barium (Ba) ND 5 1000 

Cadmium (Cd) ND 5 75 

Chromium (Cr) ND 5 60 

Mercury (Hg) ND 2 60 

Selenium (Se) ND 5 500 

 
Note: ND = not detected  
 Results of soluble elements shown are of the adjusted analytical results 
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Allergenic Disperse Dyes  
 
Test Method: With reference to DIN 54231:2005 – Analysis was conducted with HPLC-DAD-MSD. 
 

Disperse Dyes CAS No. Result 
(mg/L) 

 

C.I. Disperse Blue 1  
(Structure No: C.I. 64 500) 

2475-45-8 ND 

C.I. Disperse Blue 3  
(Structure No: C.I. 61 505) 

2475-46-9 ND 

C.I. Disperse Blue 7  
(Structure No: C.I. 62 500) 

3179-90-6 ND 

C.I. Disperse Blue 26  
(Structure No: C.I. 63 305) 

3860-63-7 ND 

C.I. Disperse Blue 35 12222-75-2 ND 
C.I. Disperse Blue 102 12222-97-8 ND 
C.I. Disperse Blue 106 12223-01-7 ND 
C.I. Disperse Blue 124  61951-51-7 ND 
C.I. Disperse Brown 1 23355-64-8 ND 
C.I. Disperse Orange 1  
(Structure No: C.I. 11 080) 

2581-69-3 ND 

C.I. Disperse Orange 3  
(Structure No: C.I. 11 005) 

730-40-5 ND 

C.I. Disperse Orange 37/76 13301-61-6 ND 
C.I. Disperse Red 1  
(Structure No: C.I. 11 110) 

2872-52-8 ND 

C.I. Disperse Red 11  
(Structure No: C.I. 62 015) 

2872-48-2 ND 

C.I. Disperse Red 17  
(Structure No: C.I. 11 210) 

3179-89-3 ND 

C.I. Disperse Yellow 1  
(Structure No: C.I. 10 345) 

119-15-3 ND 

C.I. Disperse Yellow 3  
(Structure No: C.I. 11 855) 

2832-40-8 ND 

C.I. Disperse Yellow 9  
(Structure No: C.I. 10 375) 

6373-73-5 ND 

C.I. Disperse Yellow 39 -- ND 
C.I. Disperse Yellow 49 54824-37-2 ND 
 
Note: ND = not detected 
 Detection Limit = 1 mg/L (for individual compound)  
 
 
 

*** End of Report *** 


